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GUANGZHOU YIDARTEX INTERNATIONAL CO., LTD
XIANDUN INDUSTRIAL AREA, ZHONG CUN TOWN, PANYL AREA

GUANGZHOU CITY GUANGDONG, P.R.C

The lollowing sampleds) was [ were subnulted and identiied on benail of the chent as:

Sample Descnption MESH NET FABRIC

Sample Receving Date CJun 03, 2014

Tast Performing Date CJuin 03, 2014 to Jun.09, 2014
Tesi Resull Summary
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. For further details, please refer to t the foillowing pageis) o

Signed {or and an behalf of
SGS-CSTC Co, Lid

Al

“Trvetle Zhang
Approved signatary
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Te c

TB117 Requirements, Test Procedure and Apparatus for Testing the Smolder Resistance of Materials Used in
Upholstered Furniture-2013 Section 1- Cover Fabric Tesl

I. Sample Detaiis

Material / Color: Mesh Net Fabric / Black Density of sample: 438 g/m”
il. Test Condition - T
I' Temperature Relative humidity Duration

Conditioning of test
_samples and cigarettes

Ili. Acceptance Criteria:

1. A single mock-up test specimen fails to meel the requirements of this test procedure if any of the following
criteria occurs.

a) The mock-up test specimen continues to smolder after the 45 minutes test duration:

b) A vertical char length of more than 1.8 inches develops on the cover fabnc;

¢) The mock-up tesl specimen transitions to open flaming.

2. The cover fabric passes the test if three initial mock-up specimens pass the test, i.e., the cigarettes burn their
full length and the mock-ups are no lenger smolderning.

3. It more than one initial specimen fails, the cover fabric fails the test.

4. If any one of the three initial specimens fails, repeat the lest on additional three specimens.

5. If all three additional specimens pass the test, the cover fabric passes the lest. If any one al the additional
three spacimens fails, the cover fabric fails the test.

(21+3) °C RH <« 55 % 24h

IV. Test Result - - )
Specimen # Durah?q:“ ?:I ?gaigljdermg Gﬁgéﬁ?ﬂn{;?g Vamc?:nté}‘;’;;.englh Rating
1 03min49s NO 0.6 PASS |
2 | o6minsos NO 07 PASS
3 04mini7s NO 0.6 PASS
Conclusion: PASS
Photo Appendix:
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