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Applicant (FIA002) : First Asia Polyurethane Products Co., Ltd 

First Asia Polyurethane Products Co., Ltd. GuangDong, China 
 
Description of Sample(s) : One(1) style of submitted sample(s) said to be : 
  AF1870 

Country of Origin: China 
Country of Destination: USA 

 
Date sample(s) Received : 2013-01-09 
 
Date Tested  : 2013-01-09 to 2013-01-14 
 
Investigation(s) Requested : Determination of Flame retardants (TCEP, TDCPP) content 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

                                                                   
 
 
 

--------------------------------------- 
FAN Ru Mei, Maggie 
Authorized Signatory 

Textiles and Materials Department 
For and on behalf of 

STC (Dongguan) Company Limited 
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TEST RESULT(S): 
 
 
Determination of Flame retardants (TCEP, TDCPP) content 
Specimen Description: A: Light blue sponge 
 

Test item Pretreatment Method Measuring Instrument MDL 
TCEP, TDCPP US EPA 3540C GC-MS 5 mg/kg 

 

Item CAS No. Result(s) (mg/kg) 
A 

Tris-(2-chloroethyl) phosphate (TCEP) 115-96-8 N.D. 
Tris(1,3-dichloro-2-propyl) phosphate (TDCPP) 13674-87-8 N.D. 

 
Note(s): (1) N.D. =not detected (< MDL) 

(2) MDL =Method Detection Limit 
∗∗∗∗∗∗∗ End of Test Report ∗∗∗∗∗∗∗ 
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Appendix for Photos of the Submitted Sample(s) 
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